
 

 

Specifications  
C2S Art Paper /Matt                                                 

Item Unit Test Method 
Reference Specifications 

Basis Weight g/m2 ISO536 80 90 95 100 105 115 120 128 130 135 140 150 157 170 180 200 

Thickness μm ISO534 72 81 86 91 98 110 114 122 124 130 137 148 155 161 177 200 

Brightness %ISO ISO2470 90 90 90 90 90 90 90 90 90 90 90 90 90 90 90 90 

Opacity % ISO2471 89 90 91 94 94 95 95 96 96 97 97 97 98 98 98 99 

Roughness μm ISO8791/4 2.2 2.2 2.2 2.2 2.2 2.2 2.2 2.2 2.2 2.2 2.2 2.2 2.2 2.3 2.3 2.3 

Gloss % T480 30 30 30 30 30 30 30 30 30 30 30 30 30 30 30 30 

Remark:Above are average value. 
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